Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado
U.S.A. 80228

Phone: (303) 989- 1404
Telex: 45693
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

BROHM MINING CORP.
MR, ROD MACLEOD
P.0. BOX 485
DEAIWOODs SD
97732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report

(303) 989-1404
REPORT: 098-0674 ( COMPLETE ) REFERENCE INFO: NONE LISTEDR
CLIENT! BROHM MINING CORP. SUBMITTED RY: R. MACLEOD
PROJECT: BLASTHOLE DATE PRINTED: 1-AUG-88
NUMBER OF LOKER
ORDER ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 A Gold 27 0,002 OFT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 27 2 -150 27 Assay Prep 27

Deadwood Surcharge 27

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. ROD MACLEOD INVOICE TO: MR. ROD MACLEOD




Bondar-Clegg, Inx. Geochemical
12980 West Cedar Dr
Lakewood, Colorado 80228 Lab Report
B BONDAR-CLEGG

REPORT! 098-0674 PROJECT: BLASTHOLE PAGE 1

SAMPLE ELEMENT Au

NUMBER UNITS  OPT

D2 §-8-5-304 0,009

D2 §-8-5-305 0,014

D2 §-8-5-306 0,008

D2 5-8-5-324 0.007

12 5-8-5-336 0,015

D2 5-8-5-344 0,012

D2 5-8-5-345 0,007

D2 S-8-5-346 0,004

D2 §-8-5-347 0,007

D2 5-8-5-348 0,015

D2 S-8-5-349 0,008

D2 §-8-5-50 0,013

D2 5-8-5-351 0,007

D2 5-8-5-356 0.016

D2 §-8-5-357 0,023

D2 5-8-5-364 0,013

D2 5-8-5-345 0,008

D2 5-8-5-366 0,008

D2 §-8-5-347 0,010

D2 §-8-5-348 0,009

D2 5-8-5-369 0,010

D2 5-8-5-370 0,016

D2 5-8-5-371 0,018

D2 §-8-5-372 0,011

D2 5-8-5-376 0,015

D2 §-8-5-377 0,026

D2 §-8-5-378 0,013
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BONDAR-CLEGG INC.
12980 W. CEDAR DR, LAKEWDOOD, CO. PHONE: S8S-1104 TELEX: 45-683
TRE SAMPLE SHIPMENT NOTICE
// /7 /07 //“ ’,' ;n‘/ :
Date Shipped Jef /7 Via Prepaid or O Collect
'
# Parcels in Shipment TOTAL NUMBER OF SAMPLES __ /-
* 4 / 4 VT f s f/, £ £ C YL -
GEOLOGIST'S NAME £ // M/ [iid PHONE NUMBER /£ — L ZU '7PR0JECT NAME OR NUMBER LL/A° T F
Samples| Sample Numbers ELEMENTS T0 BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec|  Activation oce test
Neutron ore
/(/ \ Cﬁf?’;l Cu |Ph |2n Mo [Ag |Cd [N }Jn i [Fe |Bi |V |U |W |F KA: Hy [Sn [Sb lﬂa E spec | Activation oce test
, . Cor« e Neulron ore
[ C ‘: : )",, “1° 0¥, /‘1‘ Cu [Po [Zn Mo [Ag [Cd [Ni [Co M [Fe i |V [U W |F As [Hg [Sn [Sb lBa E spec | Activalion DeP test
& GLAC <./ Neul
1,6 4’ i’f?’ o ?; - ’f Cu |Pb |Zn }llo Ag |Cd |Ni bo Mn [Fe |Bi |V |U W |F As [Hg |Sn |Sb lﬂa E spec Au:n::;l?:n )CP fe’:l
’ ire 9. < ) Neutron ore
LC 9 \SX55T7- 2457 7 feu [po oo }Ao ag [cd [Ni Jeo o fre [oi |v |u |w [F RCjas oo oo fso lBa Espec | ctivation | OCP | test
Neutron we
Cu [Pb |Zn Mo |Ag [Cd NI |Co rdn Fe |Bi |V |U W |F JAu JAs Hg lSn Sh |Ba |E spec | Activation oce test
" l‘ h ls Neutron ore
Cu [Pb [Zn Mo [Ag JCd [Ni [Co Mn [Fe |Bi |V |U |W |F JAu JAs [Hg nle Ba |E spec | Activation oce test
Newtron ore
Cu [Pb |Zn Mo |Ag [Cd [Ni [Co Mn |Fe [Bi |V |U |W |F JAu JAs [Hg [Sn [Sb |Ba [E spec | Activation pee test
Neutron ore
Cu [Pb |Zn Mo |Ag |Cd |Ni [Co Mn |Fe [Bi |V |U |W [F Ju [As |Hg [Sn [Sb |Ba |E spec | Activation oce test
Neutron ore
Cu |Pb |Zn rdo Ag [Cd NI [Co Mo [Fe [Bi [V U |W |F JAu |As Hg [Sn [Sb IBa E spec | Activation OCP test
L Neulron ore
Cu [Ph |Zn Mo JAg [Cd [Ni |Co rdn Fe [Bi |V |U |W |F JAu JAs [Hg [Sn [Sb |Ba |E spec | Activatior oce test
Neutron ore
Cu |Pb |Zn IAg |Cd NI |Co }An Fe [Bi |V |U |W |F JAu |As [Hg [Sn |Sh [Ba |E spec | Aclivation oce test
Keulron ore
Cu |Ph |Zn Ma [Ag |Cd NI Co}dn Fe |Bi |V |U W |F JAu JAs Mg |Sn [Sb Pa E spec Activation pce lest
REUIon oTe
Cu |Pb |Zn Mo JAp |Cd [Ni |Co ‘dn Fe [BI |V |U |W |F |Au |As [Hg |Sn [Sb Isa E spec | Activation oce test
Neutron ore
Cu |Pb |Zn rﬂo Ag [Cd NI |Co Mn [Fe [Bi |V |U [W |F JAu [As Hg |Sn [Sb |Ba |E spec | Activation oce test
Neulron ore
Cu |Pb |Zn }40 Ag [Cd [Ni [Co Mn [Fe [Bi [V |U |W |F Au lAs Mo [5n |Sh iﬂa E spec | Activation oce test
‘& assay (%, ore grade) O (prepared
Please analyze by : methods, the enclosed samples
0 geochemical (ppm, trace level) O unprepared

O DO NOT ASSAY GEOCHEMICAL OVERLIMITS o
COMMENTS 24 S L F  “Filvr Lf 4Y-TL Holll TUHALLROLAL ELOLE L

L SOl Y Ll SUME 4Ll D FYIMIDE L& A8 A4S K L TRl TS

SULLLLEL TN THEA Y A N Al Lt

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS PULPS
&1 DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE I3 RETURN COD AFTER ANALYSIS COMPLETE
0 STORE 60 DAYS-DISCARD 0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

B Resuts XL [/ (e O Results
@ Invoices L LLLUN fp I oL O Invoices
‘B Pulps LA Ly 41 O Pulps
D Rejects _ JLaluidn), <P L7177 O Rejects
O Results O Results
O Invoice O Invoice
O Pulps O Pulps
O Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yeliow — Sampie Prep. Copy Pink — Chient's Copy




"TITLE 02-08-88 12:51:16 098-0673 R. MACLEOD 29/e7 /88"
"CLIENT BROHM MINING CORP. "
"PROJECT BLASTHOLE #SAMPLES: 13 REFERENCE: NONE LISTED

"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as +uplimt"”

" Values below the lower limit are shown as -lolmt (ie not detected)"
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" @1 FireAu FA oPT 13 0.002 99.999 Results Reported "

" @2 CN Au AA €31 OPT 2 90.002 99.999 Results Reported "
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D ORILL CORE "

" 41 P17= 13 Assay Prep "

" 42 P86= 13 Deadwood Surcharge "

"REMARKS"

" 50 FINAL RESULTS ARE REPORTED. "

(LR 8 & & Sl

"FORMAT (A8,1X,A1,A1,1X,A20,2(1X,A7,A1))"

"BEGIN " "Type" "Frac' "Sample ID" "FireAu" " CN Au"
"@6730001" "D" "2" "S-8-5-315 " 0.007 -9
"e6730002" D" "2" "S~-8-5-331 " 9.016 2.016
"96730003" "“D" "2" "S-8-5-332 " 0.010 -9
"96730004" D" "2" "S$-8-5-333 " 0.007 -9
"@¢6730007" D" "2" "S-B-5-334 " 0.002 -9
"@6730008" "p" "2" "§-8-5-335 " ®.006 -9
"96730009" "D" "2" "S-8-5-352 " 0.015 0.023
"¢6730010" "DO" "2" "S-8-5-353 " 0.002 -9
"@67300611" "D" "2" "S5-8-5-354 " 9.006 -9
"06730012" "D" "2" "S§-8-5-355 " 0.007 -9
"e6730013" "D "2" "§-8-5-373 " ©.013 -9
"o6730014" "D "2" "§-8-5-374 " 2.919 -9
"@6730015" "D" "2" "§-B-5-375 " ©.012 -9

IIENDN




BondarOlegg, Inc.

12980 West Cedar Dr

Lakewood. Colorado
US.A. 8028

Phone: (303) 9891404
Telex: 090).3 o

Invoice : 12452y Page 1
BROHM MINING CORFP.
MR. ROD MACLEOD Date H ?-AUG~-88
P.0O. BOX 485
DEADWOOD, SD Rerort No! 098-0673
$7732 ProJect t BLASTHOLE
Reference! NONE LISTED
13 Analuses of Gold at ¢ 8,00 ¢ 104.00
Subtotal + 104,00 * 104.00
2 Analuses of Au/Hot Extrection gt % 4,00 ¢ 8.00
Subtotal k] 8.00 $ 8.00
Samrle FPreraration
13 Samrles of Assav Frer at $ 3.295 ¢ 42.293
13 Semrles of Deadwood Surcharse at ¢ 0.50 ¢ 6.50
Subtotal s 48.75 + 48.75
Miscellaneous Charsges
4% S.Dy. STATE SALES TAX + 1.30
2%X DEADWOOD CITY SALES TAX ] 0.65
Subtotal + 1.99 # 1.95
Invoice Totasl!? ¢ 162.70 U.S.

THIS IS A PROFESSIONAL SERVICE

R e ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.

12980 West Cedar Dr

Lakewood, Colorado

US.A.

Phone: (303) 989-1404
Telex: 45693 =2
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colozsdo 80228
(303) 9894404

Lab Report

BROHM MINING CORF.
¥R. ROD MACLEOR
P.0, BOX 485
DEARKOODs SD
37732




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colozado 80228
(303) 989Rid04

REPORT: 098-0673 ( COMPLETE )

Lab Report

REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORF.
PROJECT? BLASTHOLE

SUBMITTED BY: R. MACLEOD
DATE PRINTED: 2-AUG-88

ORDER ELEMENT

1 FireAu Gold

2 CN Ay Au/Hot Extraction

NUMBER OF LOKER

ANALYSES  DETECTION LINMIT
0,002 OPT
0,002 OPT

METHOD

Fire Assay

Cuznide Leach Atomic Absoretion

SAMPLE TYPES

SIZE FRACTIONS

D DRILL CORE

=150

SAMPLE PREPARATIONS NUMBER

Assay Prer 13
Deadwood Surcharde 13

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. ROD MACLEOD

INVOICE TO: MR. ROD MACLECD
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Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorago 80228 Lab Report

(303) 9894404

REPORT: 098-0673 PROJECT? BLASTHOLE PABE 1
SAMPLE ELENENT FireAu  CN Au
i NUMBER UNITS  OPT  OFT
| D2 5-8-5-315 0,007
| D2 8-8-5-331 0,015 0,016
D2 §-8-5-332 0,010
| D2 §-8-5-333 0,007
| D2 §-8-5-334 0,002
|
B2 5-8-5-335 0,006
12 5-8-5-352 0,015 0,023
D2 5-8-5-353 0,002
D2 5-8-5-354 0,006
D2 §-8-5-355 0,007
12 5-8-5-373 0,013
12 §-8-5-374 0,010

02 §-8-3-375 0,012




; B BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWD0OD, CO. PHONE: S89S-1104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

V)L UL Y
Viam Prepaid or O Collect

Py 7 : /
Date Shipped "/ / Z '/1/ /L

# Parcels in Shipment

_TOTAL NUMBER OF SAMPLES

7%
v

) / 077/ 'y "/ // £ ) 27 [
GEOLOGIST'S NAME X_ /[0 / /47, /22 ¢ +PHONE NUMBERCLZ/Z /L -7 //'7 PROJECT NAME OR NUMBER LLle [ /17 / &
Samples B Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec| Activation nce test
AN/ Neutron ore
/‘ 6 / X //‘1.’1"'4' Cu |Pb [Zn Mo |Ag [Cd INi [Co Jan [Fe [BI |V |U (W |F A)/A‘ Hg |Sn |Sb [Ba |E spec | Activation pep test
A <qr Neutron ore
£ / l{" M’ Cu |Pb |Zn Mo JAg |Cd |Ni [Co Mn [Fe |Bi [V U |W |F &As Hg [Sn |Sb |Ba |E spec | Activation nce fest
7/ cor / Neut
K s / GY$ '44‘ Cu [Pb |Zn Mo |Ag |Cd |Ni |Co Mn |Fe |Bi |V |U |W |F As [Hp [Sn [Sh [Ba |E spec A::mar!?gn ICP luer:l
: =, / ' Ne ore
A E (b4 Cu [Pb |z Mo [ag od [N Jca pan JFe (B |v [u [w [F [agdlas o Isn [sb [Ba [E spec | aniorsn, | ocP | Gt
!
- NG ' Neutron re
| 4 / AR 4 Cu |Pb |Zn Mo |Ag [Cd |NI |Co fdn Fe [Bi |V |U |W |F A’ As Hg |Sn [Sb |Ba |E spec | Activation pce test
- 1 2\ f Neutron ore
('(, / <Y F h A’ Cu |Pb |Zn Mo [Ag |Cd |NI [Co Lwn Fe |BI |V |U W |F %As Hg [Sno [Sb [Ba [E spec Activation pee test
e 2 ] ! Neutron ore
{ L £ v4 Cu |Pb |Zn Mo JAg |Cd |Ni [Co Mn |Fe |Bi |V |U |W |F {|As |Hg [Sn |Sb [Ba |E spec | Activation oce tes!
el
5 P GCIA A Neuiron ore
/ ( i P [ Cu |Pb |Zn Mo [Ag [Cd |Ni |Co Mn |Fe |BI U W |F f{ As [Hg [Sn [Sh |Ba |E spec | Activation pce test
== [ v l\ / Neutron ore
L / / ¥ I( 4’ Cu [Pb |Zn Mo [Ag |Cd NI |Co Mn |[Fe |Bi |V |U [W |F JAK [As [Hg [Sn [Sb |Ba |E spee A-l:;‘w.mon pce test
! 4
~Gr 10 - o Neulron ore
5, i FEIYG-STEVIE Jcu [Py Jen Mo ag od [Ni [co pan [re [8i [v |u [w [F [ad|as o Isn s [Ba [ spec | Activation pep | test
g [~ y;
.- p Vs CUr Neutron ore
{ L 5 1 [-'.: l4 ,’{,U_ ff Cu |Pb |Zn Mo [Ag |Cd |Ni [Co Mn |Fe [BI |V |U |W |F 7# 1As [Hg |Sn [Sh |Ba |E spec | Aclivation pce test
~ P CSETD .-c ] ¥ E i : ) Nautron ore
L (, /A 7L ¢ 4 LC%|Cu |Pb |Zn Mo |Ag [Cd [Ni [Co Mn |Fe |Bi |V |U |W |F As Ho |Sn [Sh |Ba |E spec Activation pee test
; - g 74z LI e
I :, ,'{;H ",-4'. Cu |Pb [Zn Mo |Ag [Cd [Ni |Co Mn [Fe |Bi |V [U W |F AJ‘ As [Hg [Sn [Sb [Ba |E spec | Activation pcp | test
W p t y d Neutron ore
' - 2 &'[, (t 4 .['(( ( Cu [Pb |Zn Mo [Ag |Cd |NI [Co Mn [Fe |Bi |V |U |W [F ¥ As [Hg [Sn |Sb |Ba |E spec | Activation oce lest
= ar. a7 VL ; Neotron ore
f & . f { 4 ~ £ Cu |Pb |Zn Mo |Ag [Cd |Ni [Co Mn [Fe [BI |V |U |W |F ﬁ{ As [Hg [Sn [Sb |Ba |E spec | Activation pce test
/E assay (%, ore grade) ] prepared
Please analyze by . methods, the enclosed samples
O geochemical (ppm, trace level) O unprepared
00 DO NOT ASSAY GEOCHEMICAL OVERLIMITS - ¥ }
COMMENTS ZLA - I/ L 2l L= 4L - T2 AL TEhNBEOIALD KLOUETEL
L SHUELS (0 fE FIRE FFSSAYED NLY
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECT PULPS

B DISCARD AFTER ANALYSIS COMPLETE

O RETURN COD AFTER ANALYSIS COMPLETE

O STORE 60 DAYS-DISCARD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

& Results (/. /j/’k"\”«f"‘f" A O Results
2 Invoices _ &/ 77, ,//u"/ L 214 O Invoices
DX—Pulps L LONGK FI% 4 O Pulps
O Rejects L LT 00 777l [ Rejects
O Results O Results
0O Invoice O Invoice
O Pulps O Pulps
O Rejects O Rejects

White — Lab Copy - Please Include With Shipment

[ DISCARD AFTER ANALYSIS COMPLETE

[3-RETURN COD AFTER ANALYSIS COMPLETE
[ STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

Yellow — Sample Prep. Copy

Pink — Client's Copy




ey

“"TITLE ©1-08-88 12:55:15 098~0672 R. MACLEOD

"CLIENT BROHM MINING CORP.

"PROJECT BLASTHOLE #SAMPLES: 23 REFERENCE:

"SPECTIAL VALUES"

" IS Insufficient Sample"

* -9 No Value Recorded"

" Values above the upper limit are shown as
" Values below the lower limit are shown as
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

" @1 Au FA OPT 23 ©0.002 99.999
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE

" 41 P17= 23 Assay Prep

" 42 P86= 23 Deadwood Surcharge
"REMARKS"

" B0 FINAL RESULTS ARE REPORTED.

LU 3 2 & A1)

"FORMAT (A8,1X,A,A1,1X,A20,1(1LX,A7,A2))"
"BEGIN " "Type" "Frac" "Sample ID"

"06720001" "D" "2" "S-8-5-004 "
"06720002" "D" "2" "S-8-5-024 "
"067200@03" "D" "2" "S-8-5-044 "
"06720006" "D" "2" "S-8-5-064 "
"06720007" "D" "2" "S-8-5-084 "
"06720008" "D" "2" "S-8-5-104 "
"06720009" "D" "2" "S-8-5-124 "
"96720010" "D" "2" "S-8-5-144 "
"96720011" D" "2" "S-8-5-164 "
"06720012" "D" "2" "S-8-5-184 "
"06720013" "D" "2" "S$S-8-5-185 "
"06720014" "D" "2" "S-8-5-204 "
"96720@15" D" "2" "S-8-5-205 "
"06720016" "D" "2" "S-8-5-224 "
"96720017" "D" "2" "S$-8-5-225 "
"96720018" "D" "2" "S-8-5-244 "
"06720619" D" "2" "S-8-5-245 "
"06720020" "D" "2" "S-8-5-264 "
"06720021" “D" "2" “S-8~5-266 "
"06720022" "D" "2" "S-8-5-266 "
"06720023" "D" "2" "S-B-5-284 "
"96720024" "D" "2" "S-8-5-285 "
"06720025" "D" "2" "S-B-5-286 "
llENDlI

+uplimt”
~lolmt

NONE LISTED

COMMENTS"

Results Reported

Au
.ees
.010
.018%
.009
.004
.951
.033
.028
.048
.018
.062
.006
.010
.005
.014
.008
.012
.006
.015
.15
.016
@.012
@.017

SIS TSI IS I~ S ISR B~ B~ T~ TS S ST I I T~

29 /07 /88"

(ie not detected)"”




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado
US.A. 80228
Phone: (303) 989:1404
Telex: 45693
*
Invoice H 12443, Pade 1
BROHM MINING CORP.
MR. ROD MACLEOD Date : ?-AUG-B88
F.0, BOX 485
READWOOD: SD Rerort No! 098-0672
87732 Frodect + BLASTHOLE
Reference! NONE LISTED
23 Analuses of BGold at ¢ 8.00 ¢ 184.00
Subtotal $ 184,00 $ 184.00
Samrle FPreraration
23 Samrles of Assay Prer at ¢ 3.2% ¢ 74,795
23 Semrles of Deadwood Surchersge st ¢ 0.30 % 11.50
Subtotal k3 84.2! L 86,25
Miscellgneous Chardes
4% S.D, STATE SALES TAX 4 2,30
2% DEADWOOD CITY SALES TAX $ 1.13
Subtotal $ 3.45 $ 3.45
Invoice TOtBl: $ 273070 U'Sv

o ——————————— -

dirla\o
811aleX
R§-Mae laa:Q

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




Bondar{ legg, Inc.
12980 West Cedar Dr
Lakewood, Colorado
US.A, 80228

Phone: (303) 989- 1404
Telex: 45693
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

Lab Report

BROHM MINING CORP,
MR, ROD MACLEQD
P.0. BOX 483
DEADWOOD, SD
37732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.

Lakewood, Colorado 80228 Lab Report
(303) 9891404~

BONDAR-CLEGG
REPORT: 098-0472 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROH NINING CORP. SUENITTED BY: R, MACLEOD
PROJECT: BLASTHOLE DATE PRINTED: 1-AUG-88
NUMBER OF  LOMER
ORDER ELEMENT ANALYSES  DETECTION LINIT EXTRACTION KETHOD
I A Gold 23 0,002 0PT Fire Assay
SANPLE TYPES NUNBER SIZE FRACTIONS NUNBER SANPLE PREPARATIONS MUMBER
D DRILL CORE 2 2 -1 23 Assay Pres 23

Deadwood Surcharde 23

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. ROD MACLEOD INVOICE TO: MR, ROD MACLECD






